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BAOSHAN IRON & STEEL CO., LTD. INSPECT'ON CERTIFICATE
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PURCHASER CUSTOMER'S NO. S CERTIFICATE NO. lBcs Ase0081 00002800
O/BEQE 420- 2019 HC250/450D0PD+Z 50/50-MFC-0 EYEE Y
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NO. HEAT | THICK |waoTH|LEncTH| 0 | mass ¥.5.| T8 | EL i BOTH| TOP | BOT
M. aty| NO. mm fEEETE( (kg) MPFa L gl
1 | 1055603901 | 1 |10Z72421] L 40) 1480] COIL 10280) 69 | 10 |114| 15 | 4 | 37 308 | 466 | 37 0. 20 | OK 108 | 55 | 53
2 | 10556033902 | 1 [10272421] L 40| 1480| COIL 10290 69 | 10 |114| 15| 4 | 37 208 | 466 | 37 0.20 | 0K 108 | 55 | 53
3 | 10556033903 | 1 |10272421) L 40| 1480 COIL 10460 69 | 10 | 114 15| 4 | 37 308 | 466 | 37 0. 20 | 0K 108 | 55 | 53
i Total 3 31030
& i
REMARKS
Y.5= YIELD STRENGTH  T.5= TENSILE STREMGTH El= ELONGATION G.L= GAUGELENMGTH Li1=565S0RT(FO) L2=50MM L3 BOMM 0 $EET T HEAT ANALYSIS
*F B 01.COATING BEND TEST
NOTES
Ao i O B iR R R TR, ERASER, Sibirs Zw Moo
Vi HEREBY CERTIFY THAT MATERIAL DESCHIBED HEREIN HAS MANUFACTIRED AND TESTED WTH SATISFACTORY RESILTS IN ACCORDANCE &
Lo Ty WITH THE REQUIREMENTS OF THE ABOVE MATERIAL SPECIFICATION. B A E
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